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ARTICLE INFO ABSTRACT

Keywords: Opals are naturally occurring photonic crystals which can be formed easily using low-cost self-assembly methods.
Opals While the optical behaviour of opals has received significant attention over the last number of decades, there is

Photonic crystal limited information on the effect of crystal thickness on the optical properties they display. Here, the relationship

]éloslizi d between volume fraction and crystal thickness is established with an evaporation-induced self-assembly (EISA)
Polystyrene method of formation. The extent to which thickness can be used to manipulate the optical properties of the

crystals is explored, focusing on the change in the photonic band gap (PBG). Microscopical structural charac-
terization and angle-resolved transmission spectroscopy are used to examine the quality of the photonic crystals
formed using different volume fractions of polystyrene spheres, with thicknesses up to 37 layers grown from
volume fractions of 0.125%. This work provides a direct correlation between sphere solution volume fraction and
crystal thickness, and the associated optical fingerprint of opal photonic crystals. Maximum thickness is exam-
ined, which is shown to converge to a narrow range over several evaporation rates. We identify the criteria
required to achieve thickness control in relatively fast evaporation induced self-assembly while maintaining
structural quality, and the change to the spectroscopic signature to the (111) stopband and higher order (220)
reflections, under conditions where a less ordered photonic crystals are formed.

Film growth

1. Introduction

For researchers interested in perfecting colloidal crystal growth,
maximizing structural quality requires optimization of an array of
environmental conditions [1-6]. Bottom-up self-assembly methods such
as dip coating [7], spin coating [8,29], Langmuir Blodgett deposition
[9], electromagnetic-induced self-assembly [10], and
evaporation-induced self-assembly (EISA) are simple and cost effective,
but difficult to control due to their spontaneous nature. As has been
demonstrated, colloidal crystal films involving silica or polymeric
spheres as opal, suffer from localized regions of disorder, layer-on-layer
registry changes that affect long range order, and cracking from various
forces during drying. There have been attempts to control these issues
recently [11-13].

There have been approaches that allow 2D colloidal crystals to form
from a single layer of spheres, showing diffraction grating reflection
characteristics [14]. More recently, 2D colloidal crystal and opals were
shown to be transferred to more useful (and often complex or prob-
lematic substrates) by capillary transfer to give very high quality coat-
ings useful for application [15]. A key advantage of many of these

approaches is fast growth of potentially ultra-thick colloidal crystals, or
the formation of functional films with required or useful optical prop-
erties, on substrates that are best for the application. The requirements
for high crystal quality are now well established. The conditions which
must be controlled to affect crystal growth are also documented. How-
ever, some key questions still remain. Under what conditions and to
what extent can crystal thickness be directed while maintaining overall
structural quality?

Knowing the factors that influence colloidal crystal growth of opal
photonic crystals from relatively simple solution-based evaporation
methods is important [16]. These amenable photonic crystals are well
known to manipulate photons, like the manipulation of electrons by the
atomic lattice [17-19]. Consisting of periodic dielectric material, the
structure can be designed to inhibit light propagation in specific di-
rections, providing the ability to tune the frequencies which are allowed
to propagate, with a range of potential applications in fields such as
optics and optoelectronics [20], energy storage [21,22], and sensors for
environmental monitoring, biomedicine and food preservation [23]. A
photonic crystal can also be designed such that light propagation is
inhibited in all directions at specific frequencies, and crystal or film

* Corresponding author. School of Chemistry, and Environmental Research Institute, Tyndall National Institute, University College Cork, Cork, T12 YN60, Ireland.

E-mail address: c.odwyer@ucc.ie (C. O’Dwyer).

https://doi.org/10.1016/j.optmat.2023.114053

Received 11 May 2023; Received in revised form 12 June 2023; Accepted 16 June 2023
0925-3467/© 2023 The Authors. Published by Elsevier B.V. This is an open access article under the CC BY license (http://creativecommons.org/licenses/by/4.0/).


mailto:c.odwyer@ucc.ie
www.sciencedirect.com/science/journal/09253467
https://www.elsevier.com/locate/optmat
https://doi.org/10.1016/j.optmat.2023.114053
https://doi.org/10.1016/j.optmat.2023.114053
https://doi.org/10.1016/j.optmat.2023.114053
http://creativecommons.org/licenses/by/4.0/

A. Grant et al.

quality is important here, to minimize scattering and dispersion losses,
for example. The omnidirectional photonic band gap (PBG) of a 3D
photonic crystal is derived from Maxwell’s equations [24].

Perfectly ordered self-assembled opals can be constructed entirely by
repetition of the face-centered cubic (FCC) unit cell, the most thermo-
dynamically favourable packing arrangement of crystalline spheres [25,
26]. For an ideal opal, the FCC unit cell is repeated with the spheres
stacked in the direction normal to the lattice plane described by the
Miller indices (111) [27,28]. The wavelength-dependent structural
colour observed in opals can be approximated well by the Bragg-Snell
law that results from an extension of the dispersion relations [30].

Despite a tendency towards (111) FCC stacking during opal self-
assembly, defective areas are inevitable. Stacking faults are most com-
mon, and usually occur in the (100) crystallographic direction. Surface
SEM images can be used to distinguish between the two stacking ar-
rangements. Planes corresponding to the (111) and (100) directions are
observed as hexagonal and square patterns, respectively. A host of other
stacking arrangements are possible, but more difficult to detect [32]. In
optical transmission spectra, (111) stacking arrangements are observed
as the primary transmission dip constituting the PBG of the opal.
Stacking faults such as in the (100) direction occur as transmission dips
with a lower intensity relative to the PBG, and towards the higher energy
region of the spectrum.

Forms of disorder that significantly affect the optical spectra of opals
include grain boundaries, defects, and dislocations of unit cells and
polydispersity. These processes lead to a range of scattering regimes,
each of which impacts the intensity profile of the optical spectra
depending on the frequency range under consideration [33]. While
there is very often a statistically quantifiable average variance in sphere
diameter, the standard deviation must be minimal to prevent destruc-
tion of the spectral shape of the PBG in a high-quality colloidal opal film
as it has been shown that polydispersity and displacements of unit cells
determine scattering loss in 3D photonic crystals [34]. Such deviations
from perfect periodicity cause exponential attenuation of the coherent
beams, the propagation of which generate the PBG. The attenuation
affects the mean free path, also known as the extinction length. After
propagation over this length the coherent light beams are converted to a
diffuse glow which impacts the associated optical spectra and prevents
the application of such materials in any photonic integrated circuit [35].
It is instructive to know how the factors of the growth such as colloid
concentration, bath temperature and thus the crystallization or evapo-
ration rate, and final thickness, affect degree of order [36].

We use (EISA) to study the spectroscopic signature of the PBG in
opals films. Both order and thickness can be controlled primarily by the
sphere solution volume fraction and evaporation rate. Previous research
indicates that faster evaporation rates can result in earlier onset crys-
tallization, which causes a more disordered surface structure [37]. On
the other hand, higher kinetic energy provided at these faster rates mean
that the spheres can explore more favourable lattice sites, leading to a
greater overall tendency towards FCC packing. Maximal crystal quality
and thickness control is achieved through the selection of the optimal
evaporation rate and volume fraction combination.

Here, we establish the relationship between volume fraction and
opal thickness at three evaporation rates formed using EISA. In tandem
with electron microscopy, we characterize the degree of order in suc-
cessively thicker films up to 37 layers by examining the modification to
dispersion using angle-resolved transmission spectra with Bragg-Snell
analysis. Lastly, the assembly conditions under which the crystals can
no longer be characterised using traditional Bragg-Snell analysis applied
to the PBG are identified.

2. Experimental
2.1. Materials and substrate preparation

Colloidal solutions of polystyrene (PS) spheres in 2.5% (w/v)
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aqueous suspension with diameters of 370 nm and 500 nm were pur-
chased from Polysciences Inc. The sphere suspension possessed a net
negative charge due to functionalization using a sulfate ester during
formation to aid in self-assembly. The substrates used were fluorine-
doped tin oxide (FTO)-coated soda-lime glass purchased from Solar-
onix SA. Glass of thickness 2.2 mm was cut into pieces with dimensions
10 x 25 mm?. The conductive layer of the pieces consisted of a thin FTO
layer followed by a thin SiO, layer (each layer ~20 nm) followed by a
thicker FTO layer (~300 nm). The conductive layer rested upon a glass
substrate. All substrates were cleaned using the same process: Successive
sonication in acetone (reagent grade 99.5%; Sigma Aldrich), isopropyl
alcohol (reagent grade 99.5%; Sigma Aldrich) and de-ionized water,
each for 5 min. All cleaned samples were dried at room temperature in
an inert atmosphere. Kapton tape was used to cover the back of the
substrate and partially cover the surface of the substrate such that an
exposed surface of 10 x 10 mm? remained. This ensured colloidal crystal
formation occurred only on the desired surface area. The samples were
treated in a Novascan PSD Pro Series digital UV-ozone system for 1 h to
maximize hydrophilicity of the surface of the substrates immediately
prior to photonic crystal formation.

2.2. Evaporation-induced self-assembly

Opals were formed using evaporation-induced self-assembly. FTO
glass substrates were immersed in a diluted PS sphere solution with
volume fractions in the range of 0.025%-0.125% which were placed on
a hot plate at a constant temperature between 28 °C and 34 °C. Once the
sphere solution was evaporated fully, the substrates were removed and
left to dry in inert atmosphere at room temperature. To ensure consistent
EISA of the colloidal films at a well-defined angle, we used Vat poly-
merization 3D printing to create beakers that were formed from pho-
topolymerized poly(methyl methacrylate)-based resin using a Formlabs
Form 2 stereolithography printer. Further details are provided in the
Supplementary Information, Fig. S1. All beakers were cleaned using the
same sonication process described above, followed by UV-ozone treat-
ment for 1 h. The diameter of each beaker was 6 cm and substrate rests
were positioned at an angle of 30° to the beaker walls.

2.3. Microscopy and spectroscopy

All microscopy was performed using a FEI Quanta 650 SEM at
accelerating voltages of 10 kV-30 kV. Prior to imaging, an incision was
made along the length of each sample using a thin blade so that the
cross-section could be imaged for thickness measurements and were
then sputtered using an ATC Orion—5—UHV sputtering system to in-
crease conductivity and improve grounding of the sample. Gold coating
on non-conductive PS spheres was carried out using a Quorum 150T S
magnetron sputtering system. Sputtering samples reduced charging ef-
fects, namely electron diffusion and beam drift [38], allowing better
contrast and feature definition. For a thickness line measurement L, the
actual thickness is calculated according to T = L/cos(45°) = Lv/2.
Thickness measurements were enabled by tilting the stage on which the
sample lay parallel to the surface at an angle of 45°. For each sample,
several thickness measurements were obtained and the mean values in
each case used as data points to establish the volume fraction-thickness
relationship.

Angle-resolved transmission spectra were used to characterize
colloidal opal films. The light source was a tungsten-halogen lamp with
an operating wavelength range of 400-2200 nm. Transmission mea-
surements were recorded using a UV-visible spectrometer (USB2000 +
VIS-NIR-ES) with an operational range of 350-1000 nm and a NIR
spectrometer (NIRQuest512-2.5) with an operational range of 900
nm-2500 nm, both from Ocean Optics Inc. Adjustments to the incident
angle for transmission measurements was enabled by a motorized
rotational stage (ELL8; Thorlabs Inc.).
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3. Results and discussion

Several colloidal opal films were grown using the EISA method in a
range of sphere solutions and at several temperatures. The relationship
between sphere solution volume fraction and opal thickness is shown in
Fig. 1(a) for the three temperatures investigated. The evaporation times
were approximately 24 h, 36 h, and 48 h for temperatures of 34 °C,
31 °C, and 28 °C, respectively. The cross-sectional SEM images used for
all thickness measurements are shown in Fig. S2.

At all three temperatures, large crystal thicknesses for each volume
fraction are achieved relative to those observed in the literature. In
general, slower evaporation rates provide time for the self-assembly
process and stacking of layers to continue at each point along the di-
rection of evaporation flux. Excluding two outlier cases, the two lowest
volume fractions grown at 34 °C, crystal thickness for each volume
fraction at a given temperature is larger than the equivalent volume
fraction at a higher temperature. Measured opal thicknesses range from
a minimum of ~4.5 pm (9 layers) to a maximum of ~17.9 pm (37
layers). The investigated temperature range is narrow at only 6 °C, yet
the evaporation time of the assembly process at the lowest temperature
of 28 °C is twice that at the highest of 34 °C. A relatively small change in
temperature significantly affects the speed of colloidal self-assembly for
the system used here.

For the majority of EISA experiments found in the literature, small
sphere solution surface areas are incorporated to minimize convective
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air flow and allow slow evaporation rates at higher temperatures of
60-80 °C [39,40]. In our experiments evaporation occurs over relatively
large solution surface areas. Given that molecules contained in a liquid
evaporate at the gas-liquid interface [41], evaporation rate is propor-
tional to the exposed surface area of the solution during the assembly
process. To provide context, in one study, the EISA process was per-
formed at 65 °C over a period of 1-2 days. In our experiments, the EISA
process was performed at 28-34 °C over 1-2 days. Crystal growth occurs
at a similar rate at approximately half the temperature. The compara-
tively large surface area is helpful to both crystal quality and thickness.
The result of our methodology is the assembly of multi-layered crystals
of large thicknesses up to 37 layers for comparatively low volume
fractions relative to the literature with a high level of order above a
minimum evaporation rate and volume fraction combination [42,43].

While a general increase in thickness as a function of volume fraction
is observed for each temperature, the increase is not linear (Fig. 1(a)).
The height, h of an opal sphere stack can alternatively be estimated
using a simple geometric approach such as

h:D+(N71)\/§D 3)

where D is the PS sphere diameter and N is the number of opal layers.
Fig. 1(b) shows a scatter plot of measured thickness as a function of N-1,
calculated using Eq. (3) for all films grown for each sphere solution
volume fraction at each of the three evaporation temperatures. The lines

Fig. 1. (a) Volume fraction-thickness relationship for
opals grown from PS sphere solutions of five volume
fractions at three evaporation temperatures. (b)
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correspond to the line of best fit for each dataset. Comparison of the
parameters obtained from the line of best fit in tandem with Eq. (3) with
measured experimental data determines the accuracy of the approach in
predicting crystal thickness and sphere diameter. Based on Eq. (3), the y-
axis intercept from each line of best fit can be approximated as the
average opal sphere diameter D. The slope of the line approximates the

interplanar spacing d = \/EZD of the opals based on fcc stacking in the

[111] direction, a stacking arrangement that is proven dominant based
on the Bragg-Snell analysis of spectral data provided in Fig. S3.

Calculations of average sphere diameter D and average interplanar
spacing d at each evaporation temperature using Eq. (3) were per-
formed. The calculated and corresponding experimentally measured
values are included in Table S1. For the interplanar spacing d at the
higher two evaporation temperatures, there is clear agreement, with a
relative difference of less than 1% between measured and values
calculated from the slope of the lines of best fit. For the lowest evapo-
ration temperature, there is a relative difference of 6%. For the average
sphere diameter D, the relative difference between experimental mea-
surements and calculations using the y intercepts of the lines of best fit in
order from highest to lowest evaporation temperature is 11%, 10%, and
163%. For the higher two temperatures the approximation is relatively
accurate. For the lowest temperature, the approximation is completely
inaccurate. The accuracy of the approximation of sphere diameter D
using the y intercept of Eq. (3) can be further analysed by an examina-
tion of the practical considerations of each value. In Eq. (3), the quantity
N corresponds to the number of opal layers. The y axis in Fig. 1(b)
corresponds to (N - 1). Therefore, at the y intercept where N-1 =0, N =
1 opal layer. Practically, 1 opal layer should be equal to the opal sphere
diameter. For the two higher evaporation temperature datasets, the
approximations are practically realistic to approximately 10% of the
measured average sphere diameter. For the lowest temperature,
applying Eq. (3) to the linear fit in Fig. 1(b) is inaccurate and this
approach is not applicable. The inaccuracy of the data corresponding to
the highest evaporation temperature in Fig. 1(b) can be attributed to the
two outlier points corresponding to the two lowest volume fractions
which indicates this evaporation rate is too fast to achieve thickness
control below a volume fraction of 0.063%.

In Fig. 1(c), a cross-sectional SEM image of a representative opal
sample is shown, illustrating the approach used to obtain thickness
measurements. A plan view SEM image of another representative opal is
provided in Fig. 1(d), demonstrating the order at the surface of the
sample. The inset shows the corresponding FFT image, emphasising the
hexagonal surface symmetry. The [100] and [110] directions are high-
lighted, given that opal layer growth occurs perpendicular to the (111)
plane of an fcc lattice.

Optical transmission spectra for opals grown from all five volume
fractions at an evaporation temperature of 28 °C and an incident angle
range of 0-25° are shown in Fig. 1(e). The primary transmission dip
formed from light interaction with the (111) fcc lattice plane is observed
in each case, corresponding to the PBG of each opal. As will be discussed
later, opals grown at higher volume fraction show a stronger trans-
mission suppression at ~500 nm corresponding to the (220) planes of
the photonic crystal [44].

While stacking faults along the (111) direction are the most common
defects in artificial opals, the optical properties are unaffected at low
energies such as those close to the PBG. Disorder in the form of grain
boundaries, point defects, and dislocations affect the optical properties
in two ways depending on whether the considered spectral region lies
outside the corresponding stopband, the PBG in this case, or is contained
within. Outside the PBG, light propagation becomes diffuse in a cone
around the zero order beam [45]. Such diffuse scattering is observed
here by the in the form of Fabry-Perot resonances close to the blue edge
of the PBG at the three lower volume fractions, but is suppressed for the
two largest volume fractions. Inside the stopband region, there is an
interplay between the coherent Bragg scattering which forms the
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stopband, and incoherent diffuse scattering leads to enhanced diffuse
intensity for frequencies near the edges of the stopband, which is usually
observed in optical spectra as an attenuation of the stopband. Exami-
nation of stopband attenuation for crystals of equivalent thickness can
be used to indicate the magnitude of diffuse scattering. Here, the optical
spectra are presented for a range of different thicknesses, so other
scattering regimes must be considered when interpreting the evolution
of the optical spectra.

Fig. 1(f) shows the measured transmission intensity y. at the central
frequency x. at normal incidence of the PBG for opals grown at an
evaporation temperature of 28 °C as a function of sphere solution vol-
ume fraction. An exponential decay in y., and thereby thickness, in-
creases. While order is sufficiently high for each of the corresponding
opals such that the PBG is preserved, each additional layer of spheres
enhances scattering, which reduces the intensity of transmitted light
resulting in a reduction of the PBG minimum y.. Data for opals formed at
31 °C and 34 °C are shown in Supplementary material, Fig. S1. The full
optical transmission spectra under all investigated conditions are pro-
vided in Supplementary material, Fig. S4.

The opals examined here can be considered periodic-on-average,
based on the SEM imaging and Bragg-Snell analysis performed. The
optical spectra of such crystals can be interpreted as the result of four
primary mechanisms — Anderson localization, absorption, incoherent
diffuse scattering, and Bragg diffraction [46]. The effective refractive
index of the opals grown here can be approximated using the Drude
model based on a two-material system of polystyrene spheres and air in
an FCC geometry, resulting in nes = 1.46. Anderson localization typi-
cally requires a much higher refractive index contrast to cause complete
localization and any significant impact on the optical properties are
unlikely here [47]. Absorption in the considered spectral range for
polystyrene can be considered negligible. Therefore, the remaining
considerations are coherent Bragg scattering and incoherent diffuse
scattering.

For a system with a low refractive index contrast such as artificial
opals, it is the (111) close-packed layers of the fcc lattice which provide
the greatest contribution to the observed diffraction in the form of the
PBG. While decay in transmission intensity occurs with thickness,
attenuation of the corresponding stopband, is expected to be enhanced
with thickness due to an increase in diffuse scattering. Simultaneously,
an increase in the effect of the Bragg diffraction regime is expected with
thickness, acting to enhance the depth of the PBG. In the spectra, the
PBG attenuation fluctuates while intensity at the stopband center (y.)
decreases exponentially. This shows that while Bragg diffraction occurs
in a sufficient vein that the stopband retains its spectral shape, indi-
cating that the crystals possess a low concentration of thickness-induced
disordered sites compared to close-packed (111) FCC sites. The trade-off
between coherent Bragg diffraction and incoherent diffuse scattering is
therefore the defining factor in the optical properties observed. While
diffuse scattering is particularly evident near the blue edge of the PBG,
where Fabry-Pérot resonances are present, coherent Bragg diffraction
occurs such that the PBG retains its spectral shape.

For a perfectly periodic system, the optical spectra are expected to
evolve with thickness as an attenuation of the stopband which is formed
by coherent Bragg diffraction, while frequencies outside the stopband
remain close to the incident value [48]. Here, the spectra evolve such
that an increase in the diffuse scattering background due to
thickness-induced disorder attenuates transmitted intensity at all fre-
quencies, while the disorder is sufficiently low that the Bragg diffraction
regime remains dominant, evident in the integrity of the spectral shape
of the PBG at all thicknesses.

3.1. Opal thickness control
Formation of opal photonic crystals where the thickness can be

controlled is particularly useful when it is to be used as a template for
inverse opal formation and the myriad of applications stemming from
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those structures. Applications based on the opals themselves also require
good control of film formation, especially for rapid crystallization and
recent efforts have shown that higher concentrations of sphere solutions
are required for fast, high quality film formation during the drying phase
[49]. Past works have examined the relationship between colloidal
crystal thickness and volume fraction during vertical self-assembly [50,
51]. However, a detailed examination of the maximum thickness which
can be achieved by these methods, and the conditions under which these
thicknesses can be achieved is needed.

In Fig. 2(a), results from the investigations of opal thickness as a
function of volume fraction at each evaporation temperature are shown.
The values are fitted with the sigmoidal Boltzmann growth function

= T A, ()]

where y is overall opal thickness, A; and A, are opal thickness minimum
and maximum values, respectively, x is sphere solution volume fraction,
Xo is sphere solution volume fraction at (A; + As)/2, and dx is volume
fraction interval constant. The domain of the fit is extended beyond the
experimental volume fraction range to 0-0.4% to predict the observed
thicknesses at very low volume fractions, and maximum thicknesses at
high volume fractions. While we observe some scatter in the change in
overall thickness at 34 °C owing to the formation of more defective
layers in the opal stack at faster evaporation rates, the data indicate a
cut-off thickness of ~18 pm for samples grown at each rate, using
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Fig. 2. (a) Thickness volume fraction relationship for each evaporation tem-
perature with sigmoidal Boltzmann fit function applied to an extended volume
fraction range of 0-0.4%. Inset: Boltzmann function applied to volume fraction
range of 0.025-0.125% as per experimental measurements. (b) Maximum
thickness Ty for opals grown at each evaporation temperature based on the
Boltzmann function.
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nominally 370 nm PS spheres over the investigated volume fraction
range. At temperatures below 34 °C where the fit is well-behaved, the
trend indicates that the colloidal crystal formation occurs sufficiently
fast at a solution volume fraction of 0.125% to limit film thickening
beyond 37 layers of spheres. Practically, at a volume fraction of 0%,
crystal thickness must be zero. For the median evaporation temperature
of 31 °C, crystal thickness at 0% from the fit is 0.11 pm and less than the
thickness of a single sphere, indicating that the asymmetric sigmoidal
function is a reasonably good fit. For the other two temperatures, the fit
is far from zero at low volume fractions. In all three cases, the plateau of
the fit is very close to the experimentally observed maximum.

For opals grown by EISA, thickness is affected by a myriad of con-
ditions including meniscus shape, substrate tilt angle, relative humidity,
and sphere size. However, the two most dominant contributing factors
are volume fraction and evaporation rate. For the experiments reported
here, the maximum volume fraction of 0.125% was chosen at all three
evaporation rates since a breakdown in the self-assembly process was
observed for higher volume fractions. In Fig. 2(b), the maximum
thickness (Typ) at each evaporation rate based on the sigmoidal Boltz-
mann fits are shown. The largest thickness is observed at the median
temperature of 31 °C, which appears to correspond to the optimal
evaporation rate for maximizing thickness while maintaining crystal
order at a particular volume fraction. The minimum occurs at the
highest temperature of 34 °C. This is the expected result, given that it
corresponds to the fastest evaporation rate. For the slowest evaporation
rate at a temperature of 28 °C, the sigmoidal fit is good at median to high
volume fractions. A deviation from the expected thickness at low volume
fractions is expected based on the deviation of the corresponding data
from the expected crystal order based on the Bragg-Snell model, which is
discussed in the subsequent section. The relatively large magnitude of
the Ty values relative to the literature can be attributed to the experi-
mental growth conditions, particularly the employment of the large
sphere solution surface areas which allow the use of lower evaporation
temperature that result in a more stable assembly process.

3.1.1. Accuracy of Bragg-Snell model under investigated conditions

For highly ordered opals, the reflected wavelengths can be approx-
imated using the Bragg-Snell model. The extent to which each opal
obeys the model can be determined using Bragg-Snell plots based on the
corresponding angle-resolved transmission spectra. Each plot can be
constructed using
4d}21k1 2 4d}21kl

N
mz eff

sin® O %)

/‘[lzlkl = e
where Apyq represents the central wavelength of the (111) transmission
dip, which constitutes the PBG. The extent to which each plot can be
approximated by a linear fit indicates the accuracy of the model.

Fig. 3(a) depicts the agreement between measured average sphere
diameter Dpe,s and the sphere diameter calculated using Eq. (5) for
opals grown under all five volume fractions at each evaporation tem-
perature. The difference for each set of conditions is plotted as a function
of the adjusted R? value of the associated Bragg-Snell plots. From ex-
amination of the figure, the data can be split into two distinct groups.
The first are grouped closely together, with a minimum adjusted R?
value of 0.98 and maximum difference |Dyess — Dgs| of 52 nm, repre-
senting a relative difference based on the average sphere diameter for
opals grown under all investigated conditions AD = |Dycqs — Ds|/Dayg Of
~13%. Measured values are in close agreement with those calculated,
demonstrating the accuracy of Eq. (5) to model the structure of all opals
grown, and the high level of order they possess.

The second group are the three outliers, which show a significant
deviation from the model based on Eq. (5). For these three sets of con-
ditions, the adjusted R? values range from 0.83 to 0.97, while the min-
imum |Dyess — Dps| is 111 nm, representing a relative difference AD of
~28%. Fig. 3(b)-(d) show the Bragg-Snell plots associated with the
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Fig. 3. (a) Agreement between experimentally measured sphere diameters and those calculated according to Eq. (5) as a function of the R? value of the corre-
sponding linear fits for opals grown from all five volume fractions at each of the three evaporation rates. (b)-(d) Bragg-Snell plots based on the central frequencies of
the primary transmission dips observed in the transmission spectra for opals grown by EISA at an evaporation temperature of 28 °C from sphere solution volume
fractions of 0.063% 0.042%, and 0.025% respectively, the three outlier cases for which the Bragg-Snell relationship breakdown occurs. (e)—(g) Corresponding
transmission spectra obtained in the incident angle range of 0-25° relative to the normal to the (111) plane of an fcc lattice. Bragg-Snell plots for opals grown at
evaporation temperatures and volume fractions of (h) 28 °C, 0.031%, (i) 31 °C, 0.042%, (j) 34 °C, 0.025% for three example cases which demonstrate strong

agreement with the Bragg-Snell relationship. (k)-(m). Corresponding transmission spectra for the incident angle range of 0-25° relative to the normal to the (111)
plane of an fcc lattice.
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three outliers, the opals grown at an evaporation temperature of 28 °C,
at the three lowest volume fractions, decreasing in order as 0.042%,
0.031%, and 0.025%. A benefit of constructing Bragg-Snell plots is the
ability to directly extract the structural parameters of the corresponding
crystal such as interplanar spacing and sphere diameter [31]. The fact
that the breakdown in the approximation based on Eq. (5) occurs only
for these three sets of conditions indicates that the lower evaporation
rate limit for which opals of a sufficient order such that (111) fcc sym-
metry is achieved is reached here at an evaporation temperature of 28 °C
and volume fraction of 0.042%.

In Fig. 3(e)—(g), optical transmission spectra are shown for an inci-
dent angle range of 0-25°. The primary transmission dip corresponding
to the PBG is observed in all cases. From examination of the spectra, we
see the order of these opals deviates from the expected structural order.
We observe the appearance of higher order transmission dips from the
(220) planes at ~500 nm for all three cases. The most common forms of
disorder in the self-assembly of opals are stacking faults [52-55]. While
Eq. (5) can be used to calculate the structural parameters of opals based
on the (111) transmission dip, it can be used in tandem with Eq. 6,
provided in the Supplementary material, to predict structural parame-
ters based on lattice planes of alternative plane orientations. Based on
these optical spectra, it appears that below the lower evaporation rate
limit for these three lowest volume fractions, breakdown in character-
istic (111) fcc symmetry begins and the opal is better able to transmit
blue light, after suppression of transmission from the photonic bands
associated with the (220) planes in these samples.

In the high-energy region of the spectrum (a/A > 1, where a = 563
nm here based on an average measured sphere diameter D = 398 nm),
multiple Bragg diffraction by several families takes place and the asso-
ciated Bragg scattering processes are enhanced. While diffraction from
the (220) plane dominates the high energy region, the increase in
transmitted blue light is symptomatic of the presence of additional
stacking faults [56]. The increase is most pronounced at high incidence
angles, which is unsurprising given that stacking faults in the (111) di-
rection have little effect on the optical properties of the crystal, and it is
stacking faults in alternative directions which are detected by trans-
mission spectra obtained at angles other than normal incidence.

Another noteworthy aspect of these spectra is that while the PBG is
present, there is a clear attenuation of the depth of spectral transmission
dips compared to spectra from all other conditions, and a general
widening of the PBG occurs. The amplitude of radiation incident on a
photonic crystal attenuates rapidly with propagation distance such that
the FWHM of the stopband in a colloidal crystal experiences an expo-
nential decay with thickness below the critical thickness, which can be
derived using the scalar wave approximation (SWA) and is found else-
where to be 13 layers for a silica/air colloidal crystal with silica sphere
diameters of ~342 nm [57-59], close in size to the PS opals in this work
with an experimentally measured average diameter in the range of
384-412 nm (see Figs S5 and S6). For colloidal crystals ranging from
single layer to the critical thickness, a narrowing of the stopband occurs
similar to the Debye-Scherrer effect in small crystallites and the nar-
rowing of the stopband is inversely proportional to the number of lattice
planes [60]. However, past the point of critical thickness, the narrowing
of the stopband saturates. Broadening of the stopband occurs due to
disorder in various forms including inhomogeneous thickness and do-
mains corresponding to alternative lattice planes [61]. For the opals
analysed here, thickness ranges from a minimum of 10 layers to a
maximum of 37 layers. Even crystals of minimum thickness approach
the critical value. The broadening of the FWHM is evident as volume
fraction and crystal thickness increase, indicative of the inevitable
appearance of disordered sites which occurs in the self-assembly pro-
cess. Light which propagates in these regions of disorder becomes diffuse
from scattering, broadening the width of the corresponding stopband
[52].

For comparison, Bragg-Snell plots and transmission spectra corre-
sponding to three of the well-behaved cases are shown in Fig. 3(h)-(m).
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For the Bragg-Snell plots, the quality of the linear fit is evident. The
transmission spectra show no evidence of higher energy blue photon
transmission increases at energies higher than the transmission dip from
(220) planes, indicating better overall order. The PBG is also of greater
depth and a more well-defined spectral shape, meaning that the struc-
tures are dominated by the characteristic (111) symmetry of opals with a
consistent and well-defined refractive index contrast throughout the
structure, and by comparison to colloidal opal systems with similar
spectra response, there is no obvious Fano resonance or Mie scattering
effects [62] that contribute to coloration. Branching of the dispersion
and overlapping of a PBG from the (111) planes and the (200) planes has
been reported previously, and results in curvature of the Bragg-Snell
plots [63]. In those cases, a specific reflection from the (200) planes
was evident due to the high angle spectra of 45° and higher, and no
branching of the dispersion and emergence of alternative reflections
were seen at lower angle such as we observe. In a separate study, double
peaked PBG were linked to stacking faults, but in our case the second dip
is located in a separate part of the overall spectrum, and only observed
when the volume fraction/temperature pairing forms less that perfect
opal films.

The two factors which primarily govern opal order and thickness are
sphere solution volume fraction and evaporation rate. While slower
evaporation rates tend to facilitate increased crystal thickness, the cor-
responding volume fraction must be sufficient to prevent spreading of
local sphere arrangements such that stacking faults, dislocations and
non-close packed arrays are formed. In areas where such disorder oc-
curs, a breakdown in fcc symmetry means that the corresponding crystal
deviates from the traditional Bragg-Snell analysis model based on
stacking in the (111) direction, and show enhance blue photon trans-
mission after the higher order band gap from (220) planes. For our ex-
periments, an evaporation temperature of 28 °C and volume fraction of
0.042% stands as the critical minimum of this pair of conditions below
which the opals lose their characteristic order. For researchers interested
in nanostructured inverse opal battery electrodes [64-66] or structured
porous materials for sensing electro-photo-catalysis or supports, or for a
range of other applications, control of the quality and thickness of the
opal template material has a defining impact on the final inverse opal
structure [67,68].

4. Conclusions

The criteria required for thickness control of opal photonic crystals
while simultaneously maintaining a high level of order have been
demonstrated here for a range of volume fractions and evaporation rates
grown using EISA for thicknesses up to 37 layers of PS spheres. The
effect of order and thickness on their associated optical fingerprints are
captured experimentally using angle-resolved transmission spectra. The
order of each crystal is quantified by the extent to which each opal can
be approximated using the Bragg-Snell model for the (111) reflection
from an fcc lattice, which constitutes the omnidirectional PBG. SEM
measurements are used to directly compare measured structural pa-
rameters to those predicted by the Bragg-Snell model. Over the broad
range of conditions investigated, those that result in a breakdown in the
stacking of an ideal opal are revealed. Furthermore, the maximum
thicknesses that can be achieved under the investigated conditions of
volume fraction and temperature/evaporation rate are identified. The
investigation also demonstrates the extent to which the photonic band
gap and other spectral features can be used to assess the degree of (dis)
order, structural parameter extraction, and crystal thickness in opal film
growth.

CRediT authorship contribution statement
Alex Grant: Conceptualization, Methodology, Writing — original

draft, Investigation, Formal analysis. Alex Lonergan: Methodology,
Formal analysis. Colm O’Dwyer: Conceptualization, Writing — review &



A. Grant et al.
editing, Supervision, Funding acquisition.
Declaration of competing interest

The authors declare the following financial interests/personal re-
lationships which may be considered as potential competing interests:
Colm O’Dwyer reports financial support was provided by Irish Research
Council. Colm O’Dwyer reports a relationship with University College
Cork that includes: employment.

Data availability
Data will be made available on request.
Acknowledgements

Support from the Irish Research Council under an Advanced Laureate
Award (IRCLA/19/118) is gratefully acknowledged. We also acknowl-
edge support from the European Union’s Horizon 2020 research and
innovation program under grant agreement No 825114. This work is
partly supported by Enterprise Ireland Commercialisation Fund as part
of the European Regional Development Fund under contract no. CF-
2018-0839-P.

Appendix A. Supplementary data

Supplementary data to this article can be found online at https://doi.
org/10.1016/j.optmat.2023.114053.

References

[1] A.B. Rao, J. Shaw, A. Neophytou, D. Morphew, F. Sciortino, R.L. Johnston,
D. Chakrabarti, ACS Nano 14 (2020) 5348.
[2] N. Vogel, M. Retsch, C.-A. Fustin, A. del Campo, U. Jonas, Chem. Rev. 115 (2015)
6265.
[3] D.J. Norris, E.G. Arlinghaus, L. Meng, R. Heiny, L.E. Scriven, Adv. Mater. 16 (2004)
1393.
[4] C. Lopez, Adv. Mater. 15 (2003) 1679.
[5] A. Stein, B.E. Wilson, S.G. Rudisill, Chem. Soc. Rev. 42 (2013) 2763.
[6] J. Aizenberg, D.A. Muller, J.L. Grazul, D.R. Hamann, Science 299 (2003) 1205.
[7] C.J. Brinker, G.C. Frye, A.J. Hurd, C.S. Ashley, Thin Solid Films 201 (1991) 97.
[8] Y. Lu, R. Ganguli, C.A. Drewien, M.T. Anderson, C.J. Brinker, W. Gong, Y. Guo,
H. Soyez, B. Dunn, M.H. Huang, J.I. Zink, Nature 389 (1997) 364.
[9] M. Bardosova, M.E. Pemble, I.M. Povey, R.H. Tredgold, Adv. Mater. 22 (2010)
3104.
[10] G. Singh, H. Chan, T. Udayabhaskararao, E. Gelman, D. Peddis, A. Baskin,
G. Leitus, P. Kral, R. Klajn, Faraday Discuss 181 (2015) 403.
[11] K.R. Phillips, T. Shirman, E. Shirman, A.V. Shneidman, T.M. Kay, J. Aizenberg,
Adv. Mater. 30 (2018), e1706329.
[12] B. Hatton, L. Mishchenko, S. Davis, K.H. Sandhage, J. Aizenberg, Proc. Natl. Acad.
Sci. USA 107 (2010), 10354.
[13] J.E.S.v. d. Hoeven, A.V. Shneidman, N.J. Nicolas, J. Aizenberg, Acc. Chem. Res. 55
(2022) 1809.
[14] E. Armstrong, M. Osiak, H. Geaney, C. Glynn, C. O’'Dwyer, CrystEngComm 16
(2014), 10804.
[15] J. Ma, J.M. Kim, M.J. Hoque, K.J. Thompson, S. Nam, D.G. Cahill, N. Miljkovic,
Nano Lett. 21 (2021) 9983.
[16] Y. Kim, A.A. Shah, M.J. Solomon, Nat. Commun. 5 (2014) 3676.
[17] E. Yablonovitch, Phys. Rev. Lett. 58 (1987) 2059.
[18] S. John, Phys. Rev. Lett. 58 (1987) 2486.
[19] J.V. Sanders, Nature 204 (1964) 1151.
[20] M.IL Shalaev, W. Walasik, A. Tsukernik, Y. Xu, N.M. Litchinitser, Nat. Nanotechnol.
14 (2019) 31.

[21]

[22]
[23]
[24]
[25]
[26]
[27]

[28]

[29]

[30]
[31]
[32]
[33]

[34]
[35]
[36]

[37]
[38]
[39]
[40]
[41]
[42]
[43]
[44]
[45]

[46]
[47]

[48]
[49]
[50]
[51]
[52]
[53]

[54]
[55]

[56]
[57]
[58]

[59]
[60]

[61]
[62]

[63]

[64]
[65]

[66]

[67]
[68]

Optical Materials 142 (2023) 114053

S. Lin, M.K. Shafique, Z. Cai, J. Xiao, Y. Chen, Y. Wang, X. Hu, ACS Nano 13
(2019), 13037.

J. Yu, J. Lei, L. Wang, J. Zhang, Y. Liu, J. Alloys Compd. 769 (2018) 740.

J. Hou, M. Li, Y. Song, Nano Today 22 (2018) 132.

E. Armstrong, C. O'Dwyer, J. Mater. Chem. C 3 (2015) 6109.

L.V. Woodcock, Nature 385 (1997) 141.

I. Hargittai, Struct. Chem. 20 (2009) 751.

E. Armstrong, W. Khunsin, M. Osiak, M. Blomker, C.M.S. Torres, C. O’'Dwyer, Small
10 (2014) 1895.

W. Khunsin, A. Amann, G. Kocher-Oberlehner, S.G. Romanov, S. Pullteap, H.

C. Seat, E.P. O’Reilly, R. Zentel, C.M. Sotomayor Torres, Adv. Funct. Mater. 22
(2012) 1812.

Y. Ko, D. Shin, G. Lee, U. Choi, Colloids Surf. A Physicochem. Eng. Asp. 385 (2011)
188.

C.1. Aguirre, E. Reguera, A. Stein, Adv. Funct. Mater. 20 (2010) 2565.

A. Lonergan, C. Hu, C. O’'Dwyer, Phys. Rev. Mater. 4 (2020).

P.D. Garcia, J.F. Galisteo-Lopez, C. Lopez, Appl. Phys. Lett. 87 (2005).

V.N. Astratov, A.M. Adawi, S. Fricker, M.S. Skolnick, D.M. Whittaker, P.N. Pusey,
Phys. Rev. B 66 (2002), 165215.

A.F. Koenderink, A. Lagendijk, W.L. Vos, Phys. Rev. B 72 (2005), 153102.

P.D. Garcia, S. Smolka, S. Stobbe, P. Lodahl, Phys. Rev. B 82 (2010), 165103.

Y. Wu, C. Zhang, Y. Yuan, Z. Wang, W. Shao, H. Wang, X. Xu, Langmuir 29 (2013),
14017.

Y.-H. Ye, F. LeBlanc, A. Haché, V.-V. Truong, Appl. Phys. Lett. 78 (2001) 52.

N. Duy Duc, T. Jean-Herve, A. Mohamed, S. Patrick, in: Proc.SPIE, 2018.

J.H. Han, A.V. Shneidman, D.Y. Kim, N.J. Nicolas, J.E.S. van der Hoeven,

M. Aizenberg, J. Aizenberg, Angew. Chem. Int. Ed. 61 (2022), e202111048.

A. Galukhin, D. Bolmatenkov, A. Emelianova, I. Zharov, G.Y. Gor, Langmuir 35
(2019) 2230.

A.A.S. Gongalves, M. Jaroniec, J. Colloid Interface Sci. 537 (2019) 725.

S. Wong, V. Kitaev, G.A. Ozin, J. Am. Chem. Soc. 125 (2003), 15589.

S.-H. Kim, S.Y. Lee, S.-M. Yang, G.-R. Yi, NPG Asia Mater. 3 (2011) 25.

M.V. Rybin, A.V. Baryshev, A.B. Khanikaev, M. Inoue, K.B. Samusev, A.V. Sel’kin,
G. Yushin, M.F. Limonov, Phys. Rev. B 77 (2008), 205106.

J.F. Galisteo-Lopez, E. Palacios-Liddn, E. Castillo-Martinez, C. Lopez, Phys. Rev. B
68 (2003), 115109.

Y.A. Vlasov, M.A. Kaliteevski, V.V. Nikolaev, Phys. Rev. B 60 (1999) 1555.

S.H. Abrandabadi, A. Anvari, R.S. Bonabi, Phys. B Condens. Matter 649 (2023),
414499.

J.D. Joannopoulos, P.R. Villeneuve, S. Fan, Nature 386 (1997) 143.

G.T.H. Tran, M. Koike, T. Uchikoshi, H. Fudouzi, Langmuir 36 (2020), 10683.

P. Jiang, J.F. Bertone, K.S. Hwang, V.L. Colvin, Chem. Mater. 11 (1999) 2132.
S.-L. Kuai, X.-F. Hu, A. Haché, V.-V. Truong, J. Cryst. Growth 267 (2004) 317.

T. Turiv, I. Lazo, A. Brodin, B.I. Lev, V. Reiffenrath, V.G. Nazarenko, O.

D. Lavrentovich, Science 342 (2013) 1351.

J.P. Hoogenboom, D. Derks, P. Vergeer, A.v. Blaaderen, J. Chem. Phys. 117 (2002),
11320.

X. Checoury, S. Enoch, C. Lopez, A. Blanco, Appl. Phys. Lett. 90 (2007), 161131.
T. Liu, B. VanSaders, S.C. Glotzer, M.J. Solomon, ACS Appl. Mater. Interfaces 12
(2020) 9842.

L.C. Andreani, A. Balestreri, J.F. Galisteo-Lopez, M. Galli, M. Patrini, E. Descrovi,
A. Chiodoni, F. Giorgis, L. Pallavidino, F. Geobaldo, Phys. Rev. B 78 (2008),
205304.

P. Schall, I. Cohen, D.A. Weitz, F. Spaepen, Science 305 (2004) 1944.

D.M. Mittleman, J.F. Bertone, P. Jiang, K.S. Hwang, V.L. Colvin, J. Chem. Phys.
111 (1999) 345.

S. Venkatesh, P. Jiang, B. Jiang, Langmuir 23 (2007) 8231.

J.F. Bertone, P. Jiang, K.S. Hwang, D.M. Mittleman, V.L. Colvin, Phys. Rev. Lett. 83
(1999) 300.

H.W. Nho, T.H. Yoon, Sci. Rep. 7 (2017), 12424.

M.V. Rybin, A.B. Khanikaev, M. Inoue, K.B. Samusev, M.J. Steel, G. Yushin, M.
F. Limonov, Phys. Rev. Lett. 103 (2009), 023901.

S.G. Romanov, T. Maka, C.M. Sotomayor Torres, M. Miiller, R. Zentel, D. Cassagne,
J. Manzanares-Martinez, C. Jouanin, Phys. Rev. 63 (2001), 056603.

C. O’Dwyer, Adv. Mater. 28 (2016) 5681.

G. Collins, E. Armstrong, D. McNulty, S. O’'Hanlon, H. Geaney, C. O’'Dwyer, Sci.
Technol. Adv. Mater. 17 (2016) 563.

D. McNulty, A. Lonergan, S. O’'Hanlon, C. O’'Dwyer, Solid State Ionics 314 (2018)
195.

A. Lonergan, D. McNulty, C. O’Dwyer, J. Appl. Phys. 124 (2018), 095106.

A. Lonergan, C. O’'Dwyer, Adv. Mater. Technol. 8 (2023) 2201410.


https://doi.org/10.1016/j.optmat.2023.114053
https://doi.org/10.1016/j.optmat.2023.114053
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref1
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref1
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref2
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref2
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref3
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref3
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref4
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref5
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref6
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref7
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref8
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref8
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref9
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref9
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref10
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref10
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref11
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref11
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref12
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref12
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref13
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref13
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref14
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref14
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref15
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref15
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref16
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref17
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref18
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref19
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref20
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref20
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref21
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref21
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref22
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref23
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref24
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref25
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref26
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref27
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref27
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref28
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref28
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref28
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref29
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref29
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref30
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref31
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref32
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref33
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref33
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref34
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref35
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref36
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref36
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref37
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref38
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref39
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref39
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref40
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref40
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref41
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref42
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref43
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref44
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref44
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref45
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref45
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref46
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref47
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref47
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref48
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref49
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref50
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref51
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref52
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref52
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref53
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref53
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref54
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref55
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref55
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref56
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref56
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref56
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref57
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref58
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref58
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref59
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref60
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref60
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref61
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref62
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref62
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref63
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref63
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref64
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref65
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref65
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref66
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref66
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref67
http://refhub.elsevier.com/S0925-3467(23)00625-0/sref68

	Thickness control of dispersion in opal photonic crystals
	1 Introduction
	2 Experimental
	2.1 Materials and substrate preparation
	2.2 Evaporation-induced self-assembly
	2.3 Microscopy and spectroscopy

	3 Results and discussion
	3.1 Opal thickness control
	3.1.1 Accuracy of Bragg-Snell model under investigated conditions


	4 Conclusions
	CRediT authorship contribution statement
	Declaration of competing interest
	Data availability
	Acknowledgements
	Appendix A Supplementary data
	References


