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1 Experimental degradation of helicoidal photonic nanostructures in scarab 

2 beetles (Coleoptera: Scarabaeidae): implications for the identification of 

3 circularly polarizing cuticle in the fossil record 

4

5 Giliane P. Odin1*, Maria E. McNamara1, Hans Arwin2, Kenneth Järrendahl2

6 1School of Biological, Earth and Environmental Sciences, University College Cork, Distillery Fields, North 

7 Mall, Cork T23 TK30, Ireland; giliane.odin@gmail.com

8 2Department of Physics, Chemistry and Biology, Linköping University, SE-581 83 Linköping, Sweden

9 *Current address: Sorbonne Universités, UPMC, MNHN, CNRS, Centre de recherche sur la 

10 Paléobiodiversité et les Paléoenvironnements (CR2P) & Milieux environnementaux, transferts et 

11 interactions dans les hydrosystèmes et les sols (METIS), Paris, France

12
13 Abstract

14 Scarab beetles (Coleoptera: Scarabaeidae) can exhibit striking colours produced by pigments and/or 

15 nanostructures. The latter include helicoidal (‘Bouligand’) structures that can generate circularly 

16 polarized light, which have a cryptic evolutionary history in part because fossil examples are unknown. 

17 This suggests either a real biological signal, i.e., that Bouligand structures did not evolve until recently, 

18 or a taphonomic signal, i.e., that conditions during the fossilization process were not conducive to their 

19 preservation. We address this issue by experimentally degrading circularly-polarizing cuticle of modern 

20 scarab beetles to test the relative roles of decay, maturation and taxonomy in controlling preservation. 

21 The results reveal that Bouligand structures have the potential to survive fossilization, but preservation 

22 is controlled by taxonomy and the diagenetic history of specimens. Further, cuticle of specific genera 

23 (Chrysina) is particularly decay-prone in alkaline conditions; this may relate to the presence of specific 

24 compounds e. g. uric acid in the cuticle of these taxa. 

25

26 Keywords

27 structural colours, Bouligand structure, taphonomy, fossil insects, Mueller-matrix ellipsometry

28

29 1. Introduction

30 The cuticle of insects is composed primarily of chitin microfibrilsembedded in a protein- and lipid-rich 

31 matrix, forming a multilaminate system [1]. These microfibrils constitute the bulk of the endo- and 
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2

32 exocuticle layers that provide rigidity to the exoskeleton and are covered by a lipid-rich epicuticle that 

33 forms a protective barrier and a sensory interface [2]. In the exocuticle, chitin microfibrils are usually 

34 mutually parallel in each layer [2, 3]. In some beetles, however, microfibrils of the outer exocuticle are 

35 slightly offset in successive layers, giving rise to helicoidal ‘Bouligand’ structures [4] that generate 

36 circularly polarized light (CPL; herein this term includes near-circular polarization) [2, 3].

37 Bouligand structures have been reported in plants [5], crustaceans [6] and beetles; the last of 

38 these includes eight genera of Scarabaeidae and one of Hybosoridae [7, 8].The biological significance of 

39 CPL is controversial, with much debate focussing on whether CPL functions in signalling(compare [9, 10] 

40 with [11] for behavioural studies) or is merely a by-product of the fibrillar and lamellar nature of the 

41 cuticle [12, 13].Recent discoveries of dedicated physiological characters for CPL detectionin the eyes of 

42 stomatopod crustaceans [14, 15, 16] support the hypothesis that CPL has important, albeit incompletely 

43 understood, biological functions.

44 Fossils have the potential to shed light on the functions and evolutionary history of CPL use in 

45 insects, providing Bouligand structures can be preserved. Fossil examples, however, have not been 

46 reported. This may reflect a real biological signal or an artefact of the fossilization process, i.e., reflecting 

47 poor preservation potential. This is a common issue in palaeobiological studies due to the 

48 incompleteness of the fossil record [17]. The two scenarios can, however, be discriminated with the aid 

49 of controlled laboratory experiments [18] designed to investigate the taphonomy of specific taxa, tissue 

50 structures, and/or biomolecules, thus informing on their preservation potential [19]. Previous 

51 taphonomic experiments investigating aspects of the fossilization process in various organisms, 

52 including arthropods, have identified a suite of factors which can influence the preservation potential of 

53 organisms (reviewed in [19, 20]). Known environmental factors include the extent of transport, relative 

54 timing of transport and decay, water temperature, salinity, pH, the presence of microbes, sediment 

55 type, sediment consistency, the availability of O2 and mineral ions, and burial temperature and pressure. 

56 Biological factors include the nature and extent of decay, body geometry, and tissue composition. 

57 Clearly, not all potential factors can be investigated in a single experiment. Instead, rigorous taphonomic 

58 experiments typically investigate the impact of a small number of specific variables in a controlled 

59 manner (the ‘reductionist’ approach; [18]). In particular, previous taphonomic experiments have shed 

60 light on the preservational conditions and processes involved in the fossilization of multilayer reflectors 

61 and 3D photonic crystals in insects [21]. Here, we experimentally degraded extant scarab beetles with 

62 and without Bouligand structures in controlled laboratory decay and maturation experiments. 
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3

63 Untreated and degraded cuticles were analysed using scanning electron microscopy, reflectance 

64 microspectrophotometry and Mueller-matrix spectroscopic ellipsometry. 

65

66 2. Material and methods

67

68 2.1 Material

69 Dried specimens of five green beetle taxa representing three sub-families of Scarabaeidae were 

70 procured from commercial suppliers: Chrysina boucardi (n = 3)and Chrysina gloriosa (n = 3) (both 

71 Rutelinae), Ischiopsopha jamesi jamesi (n = 3) and Torynorrhina flammea flammea (n = 3) (both 

72 Cetoniinae), and Gymnopleurus virens (n = 5) (Scarabaeinae).The cuticle of T. flammea does not 

73 generate CPL and served as a control; the cuticle of all other taxa used exhibits circular polarization [3, 

74 22, 23, 24].

75

76 2.2 Light microscopy

77 Beetle elytra were imaged using a Leica DM2700M stereomicroscope coupled to a Leica MC190HD 

78 camera using unpolarized light from a LED lamp. Elytra were tested for circular polarization using a 

79 Nikon D3100 camera and a Leica EZ4W stereomicroscope equipped with left-handed and right-handed 

80 circular polarizers (EdmundOptics). 

81

82 2.3 Scanning electron microscopy

83 Samples of elytra were mounted on aluminium stubs using carbon tape, sputter-coated with Au/Pd and 

84 examined using an FEI Inspect F50FE-SEM and an FEI Quanta 650 FE-SEM at 5 kV in secondary electron 

85 mode. 

86 The period of the helicoidal structure, called pitch (p), corresponds to a full turn (360 °) of the chitin 

87 fibrils and consists of two successive lamellae (thickness α), i.e., p=2α. The lamellar thicknesses were 

88 obtained from SEM images (see below) using the FFT (Fast Fourier Transform) function in Image J [25].

89

90 2.4 Microspectrophotometry

91 Reflectance spectra were collected on elytra with a Zeiss Axioskop 2 microscope using the x50 objective 

92 and equipped with a halogen lamp (HAL 100) set to 6V and an Ocean Optics USB4000 spectrometer. 

93 Specimens were manually positioned so that the region to be analysed was approximately at normal 

94 incidence to the light path. Acquisition time varied from 5–10 s. Between three and five replicates were 
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4

95 used for each sample. Data were normalized relative to a white standard (Certified Reflectance 

96 Standard, Labsphere) and analyzed using Ocean Optics SpectraSuite software. Models of the theoretical 

97 wavelengths produced from the exocuticular lamination were based on the circular Bragg’s equation for 

98 normally incident light λmax = pnav = 2αnav where λmax is the wavelength at the circular Bragg peak and nav 

99 is the average of the two refractive indices in the anisotropic lamellae plane. In this study we neglect 

100 dispersion and use nav= 1.56 [26].

101

102 2.5 Mueller matrix spectrometric ellipsometry

103 Normalized Mueller matrices of cuticle samples were measured with a dual rotating compensator 

104 ellipsometer (RC2, J. A. Woollam Co., Inc.) at an angle of incidence of 20°. Focusing probes were used to 

105 obtain a spot size of less than 100 µm. The Mueller matrices presented here are primary data without 

106 any filtering or data processing. Further technical details and limitations are reported in [27].

107

108 2.6 Decay experiments

109 Experiments were designed to approximate decay of insect cuticles in still aqueous environments as 

110 most fossil insects are from ancient lacustrine sediments [28]. We considered the following variables: 

111 temperature, pH, microbes and sediment. Water temperature is a major control on preservation as it 

112 controls the rate of decay [29]. We conducted our experiments at 30 °C to promote decay and delivery 

113 of useful results within the project timeframe (even though benthic waters can be much cooler than this 

114 in many extant lakes).Our experiments used an alkaline pH as insect cuticles decay slightly faster in such 

115 media than in acidic media (McNamara, unpub. data). Although previous experiments have 

116 demonstrated that decay is enhanced in the presence of sediment [30], even particular clay minerals 

117 [31], and in the presence of an external source of microbes [30] (i.e. not those in / on the carcass itself), 

118 we conducted our experiments using distilled water without inocula of sediment and bacteria in order 

119 to mitigate against occlusion of the cuticle surface by sedimentary particles and / or a microbial biofilm. 

120 Small fragments of elytra (ca. 5 x 5 mm2; n = 3 for each taxon) were immersed in individual glass vials 

121 each filled with 10 mL of water at pH 11.5 +/-0.1 and degraded for three months in a controlled 

122 temperature chamber at 30 °C (+/- 1 °C) in the dark. The pH of the decay media was measured at the 

123 start and termination of the experiments. In order to track short-term changes in visible colour, 

124 additional specimens of C. gloriosa and C. boucardi were degraded in identical conditions to those 

125 described above and photographed at two-week intervals for three months.

126

Page 15 of 33

http://mc.manuscriptcentral.com/jrsi

Under review for J. R. Soc. Interface

1
2
3
4
5
6
7
8
9
10
11
12
13
14
15
16
17
18
19
20
21
22
23
24
25
26
27
28
29
30
31
32
33
34
35
36
37
38
39
40
41
42
43
44
45
46
47
48
49
50
51
52
53
54
55
56
57
58
59
60



For Review Only

5

127 2.7 High-temperature maturation experiments

128 Small fragments of untreated elytron (ca.5 x 5 mm2) were wrapped in aluminium foil and matured at 

129 one of each of the following conditions for 24 h at 1 bar: 95 °C, 100 °C, 125 °C, 150 °C, 175 °C, 200 °C.

130

131 2.8 Chemical tests

132 A series of supplementary experiments investigated the impact of other factors on the preservation of 

133 Bouligand structures, using techniques that have been applied to studies of the origins of structural 

134 colour in other taxa [32]. In particular, we carried out tests designed to reveal which cuticle layer(s) are 

135 involved in production of the visible hue, and whether the observed hue is entirely structural or includes 

136 a pigmentary component. Small fragments of untreated elytra from C. boucardi and T. flammea were 

137 treated in the following ways: immersion in (i) 8 % KOH (60 °C, 1 bar, 24 h; to remove the epicuticle 

138 [32]), (ii) 10 % H2O2 (60 °C, 1 bar, 24 h; to remove the procuticular layers [32]), (iii) 20  % H2SO4 (20 °C, 1 

139 bar, 24 h; to bleach melanin [32]), and (iv) wrapped in polytetrafluoroethylene (PTFE; 200 °C, 1 bar, 24 h) 

140 to simulate maturation in anoxic conditions. To test the influence of the aluminium foil upon 

141 maturation, some cuticle samples were also matured without being wrapped and placed in a glass petri 

142 dish. The results were assessed qualitatively via visual inspection of cuticle after treatment.

143 Untreated cuticle samples were also immersed in methyl salicylate (refractive index 1.54) to test 

144 whether the observed colour is structural [33].

145

146 3. Results

147 3.1 Visible hue

148 The visible hue has been investigated by eye and light microscopy. Untreated cuticle in all taxa is highly 

149 reflective and exhibits a bright green colour (figure 1a–e) that in C. gloriosa is combined with golden 

150 stripes in (figure 1b) and in I. jamesi red regions (figure 1d).

151 Colour did not change during decay of G. virens, I. jamesi and T. flammea (figure 1c–e). During 

152 decay of C. gloriosa and C. boucardi, however, colour altered from green to red-orange (figure 2a), and 

153 ultimately to a matte dark brown (figure 1a,b); the region of C. boucardi cuticle that remained green 

154 after decay has not been in contact with the decay medium (figure 1a). Alteration initiated on the 

155 golden stripes of C. gloriosa and extended progressively to the green cuticle regions. In contrast, 

156 alteration of hue in C. boucardi initiated at cut edges and cuticular pores (see S.I.figure 1). 
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157 All cuticle samples were altered to black during maturation, both in the presence (figure 1a–e) 

158 and absence of oxygen (S.I. figure 2a) except for C. boucardi which altered into a dark green colour 

159 (figure 1a).Wrapping cuticle in aluminium foil does not influence the results (S.I. figure 2b).

160 The supplementary experiments reveal that the green hue of the cuticle in all taxa is less intense 

161 after H2SO4 treatment and is lost upon treatment with KOH (S.I. figure 3). Treatment with H2O2 resulted 

162 in loss of visible colour in C. boucardi and reduction in intensity plus a blue shift in hue in T. flammea.

163

164 3.2 Surface texture

165 The surface texture has been investigated using both light and electron microscopies. Green cuticle 

166 regions in C. boucardi, C. gloriosa, I. jamesi and T. flammea exhibit a tessellated surface pattern defined 

167 by a combination of pentagonal, hexagonal and heptagonal units 7–10 µm wide (figure 2a,b,d,e). In C. 

168 boucardi and C. gloriosa, the units are green with yellow cores (figure 2a,b),those in I. jamesi are green 

169 throughout (figure 2d) and those of T. flammea are green-blue throughout (figure 2e).These tessellated 

170 surface patterns are superimposed onto taxon-specific microtextures, as evidenced by SEM 

171 micrographs. In C. gloriosa, green (but not gold-coloured) regions exhibit a stellate pattern comprising a 

172 series of star-shaped units each ca. 5 µm wide (figure 2b). In I. jamesi, the elytral surface texture (both 

173 green and red regions) is dominated by near-parallel rows of elongate projections, each ca. 5 µm long 

174 (figure 2d). T. flammea exhibits a reticulate structure, with alveoli ca. 10 µm wide, sometimes with a 

175 dark central spot (figure 2e). A similar, but subtler, structure is present in C. boucardi (figure 2a). G. 

176 virens elytra do not exhibit surface patterns or microtextures (figure 2c).

177 After decay, brown regions of C. boucardi and C. gloriosa cuticle retain a tessellated surface 

178 texture but the polygonal units no longer differ in hue between core and margins (figure 2a,b). SEM 

179 analysis reveals that the green regions of degraded C. boucardi cuticle exhibit surface microtextures that 

180 are identical to those in untreated cuticle (figure 2a). Brown cuticle regions show surface pitting (figure 

181 2a). The surface microtextures of C. gloriosa are clearly altered during decay, via expansion of the star-

182 shaped units and loss of surface cohesion (figure 2b). Finally, decay does not affect the visible colour 

183 and surface microtexture of G. virens, I. jamesi and T. flammea (figure 2c–e).

184 Following maturation, all taxa retain surface microtextures despite loss of visible colour (figure 

185 2a–e). 

186
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187 3.3 Reflectance microspectrophotometry

188 Reflectance spectra (figure 3 and S.I. figure 4) are consistent with the observations on visible hue 

189 described above. In C. boucardi (figure 3a), untreated cuticle samples display two primary peaks at ca. 

190 545 and 585 nm, plus secondary peaks (up to three) between 605 and 675 nm; after decay, spectra of 

191 green cuticle regions change slightly (the primary peak at 545 nm shifts to 555 nm) while spectra from 

192 brown cuticle regions lack peaks. After maturation, cuticle exhibits a single broad peak centred on 530 

193 nm and a secondary peak at 585 nm.

194 In C. gloriosa (figure 3b), spectra of untreated cuticle samples exhibit a primary peak at ca. 530 

195 nm with secondary peaks at 580 nm, 605 nm and 630 nm. Spectra of decayed and matured cuticle lack 

196 peaks.

197 Specimens of G. virens vary markedly in spectral characteristics among specimens. In four 

198 specimens, spectra of untreated cuticle usually exhibit two primary reflectance peaks at 485–520 nm 

199 and 530–570 nm. The remaining two specimens, however, show three peaks at ca. 500 nm, 530 nm and 

200 555 nm (figure 3c). In all specimens, decay resulted in a shift of these peaks towards longer 

201 wavelengths; spectra of matured cuticle lack peaks.

202 Spectra of untreated I. jamesi cuticle show one primary peak at ca. 550 nm and, sometimes, a 

203 secondary peak at ca. 635 nm for male specimens or 605 nm for females (figure 3d). Decay did not 

204 result in major spectral changes (peak position shifted by ± 5 nm); spectra of matured cuticle lack peaks. 

205 Finally, spectra from T. flammea cuticle can exhibit one, two or three peaks at 535 nm, 555 nm 

206 and 580 nm (figure 3e). Decay results in minimal shift of these peaks (± 5 nm) and the appearance of 

207 additional major peaks at 510 nm and 615 nm. Spectra of matured cuticle lack peaks.

208 In general our spectrophotometric data correspond well to the measured data; the slight 

209 discrepancy between both datasets may originate from a slight deviation of the cuticle surface from 

210 normal during spectrophotometric analysis, or from the value of the refractive index used. 

211

212

213 3.4 Polarization analysis

214 Polarization has been analysed qualitatively through circular polarizers attached to visualisation systems 

215 (camera and stereomicroscope), and quantitatively by Mueller matrix spectrometric ellipsometry. All 

216 CPL-producing taxa studied exhibit a green colour when observed using the left-handed circular 

217 polarizer but a brown colour when observed using the right-handed circular polarizer, confirming 

218 reflection of left-handed polarized light (figure 1a–d). The brown (not black) colour indicates some 
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219 reflected broadband CPL. These effects are apparent in cuticle regions of all colours and from all body 

220 regions; the structures responsible for circular polarization are thus ubiquitous and independent of 

221 visible hue. T. flammea appears green when observed using each polarizer, confirming its optical 

222 inactivity (figure 1e).

223 Circular polarization is retained where original cuticle colour persists during decay (observed in G. 

224 virens, I. jamesi and T. flammea; figure 1c–e). Visual assessment of polarizationis not possible where 

225 visible hue altered from green to matte brown (as for decayed cuticle; figure 1a,b) or black (as for 

226 matured cuticle; figure 1a–e).

227 These results are confirmed and explored further by Mueller matrix analysis on cuticle samples 

228 from C. boucardi and I. jamesi. Figure 4 presents the Mueller matrix element m41, which is non-zero if 

229 the light has a circularly polarized component (the full Mueller matrices are presented in S.I. figure 5). 

230 The negative values obtained on m41 verify that left-handed CPL is reflected. The m41 obtained on 

231 untreated cuticle of C. boucardi exhibits two major spectral bands centred around 550 nm and 800 nm 

232 corresponding to reflection of green and red/infrared CPL, respectively (figure 4a). For I. jamesi, a single 

233 narrow spectral band is obtained around 540 nm (figure 4b). The effect of decay and maturation is 

234 detailed in figure 4a and 4b. On the brown-coloured decayed cuticle ofC. boucardi, the Mueller matrices 

235 lack features in all the off-diagonal block elements (S.I. figure 5a), including the m41 where the signal 

236 disappears (figure 4a). In contrast, left-handed polarized light is reflected from decayed cuticle that 

237 retain a green hue (figure 4b; I. jamesi). A blue-shift of the m41 feature from 540 nm to 529 nm is, 

238 however, visible. 

239 The maturation process has similar effects on I. jamesi and C. boucardi whereby loss of colour is 

240 accompanied by a weakening of the circular polarization, up to its loss for I. jamesi (figure 4a,b). 

241 Figures 4c and 4d show the effect of thermal treatment during maturation: the m41 signal becomes 

242 less negative with increasing temperature, approaching zero at 200 °C for C. boucardi and 175 °C for I. 

243 jamesi, whereby the circular polarization is lost. For C. boucardi, the green reflection band is more 

244 susceptible to alteration than the red/infrared: it is altered at lower temperature relative to the 

245 red/infrared band and indicates a colour shift from green to red/brown. At 200 °C, while the visible 

246 contribution has disappeared, the red/infrared band is still present. For I. jamesi, a small blue shift 

247 occurs along with increasing temperature before the production of a flat signal.

248
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249 3.5 SEM of vertical cross sections

250 All CPL-producing beetle cuticle samples exhibit a thin homogenous superficial epicuticle underlain by a 

251 thinly laminated exocuticle and, in turn, by a thicker endocuticle comprising a cross-ply arrangement of 

252 bundles of chitin microfibrils (figure 5 and S.I.figure 6). Except for G. virens, the exocuticle is subdivided 

253 into outer and inner regions with thin, and thick, lamellae, respectively. This subdivision is not apparent 

254 in the non CPL-producing cuticle of T. flammea, but striking vertical structures are present (figure 5e and 

255 S.I. figure 6e).The dimensions of various cuticular components are summarized in table 1.

256 The morphology of the lamellae in the outer exocuticule varies markedly among specimens. 

257 Lamellae form distinctive concentric cusps 7–10 µm wide (each centred on the surficial ‘star’ of the 

258 texture) in the green cuticular regions of both Chrysina species (figure 5a,b and S.I. figure 6a,b). 

259 Lamellae are flat and parallel to the cuticle surfacein G. virens (figure 5c and S.I. figure 6c), T. flammea 

260 (figure 5e and S.I. figure 6e) and gold regions of C. gloriosa, and undulose in I. jamesi (figure 5d and S.I. 

261 figure 6d). Lamellae are flat and parallel to the surface in the inner exocuticle of all taxa (S.I. figure 6).

262 Decay does not alter the morphology of the exocuticular lamellae but reduces the thickness of the 

263 latter in C. boucardi and C. gloriosa by 48  % and 49 %, respectively (table 1). In contrast, maturation 

264 results in a less marked reduction in lamella thicknessin all taxa (6–14 %).

265

266 4. Discussion

267 4.1 Source of visible colour 

268 We examined multiple specimens of each of the extant taxa studied in order to assess the extent of any 

269 intraspecific variations in colour (common in extant beetles, e.g. T. flammea [24], Cetonia aurata [34] 

270 and Plateumaris sericea [35]). Our reflectance data on the green cuticle regions are consistent with 

271 previously reported λmax values for C. gloriosa (530 and 580 nm [36]), C. boucardi (519, 588 and 620 nm 

272 [22]) and T. flammea (490, 530, 568 and 584 nm [24]). These spectroscopic data, plus those for I. jamesi 

273 and G. virens, are consistent with our models of the theoretical wavelengths (table 2): observed and 

274 predicted λmax values differ by only 0.3–6.8  % across taxa, supporting that the visible colour is primarily 

275 structural.

276 Immersion of structurally coloured materials in a medium of similar refractive index as the chitin 

277 matrix results in loss of iridescence; this has been considered a proxy for structural colour [33]. 

278 Immersion of cuticle from C. boucardi in methyl salicycliate (with a refractive index of 1.54 close to chitin 

279 1.56) does not affect the observed hue, suggesting that the visible colour results from a combination of 

280 structural colour (i.e., generated by the Bouligand structure) plus pigment i.e, melanin. This is consistent 
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281 with our experimental evidence for melanin in the cuticle (i.e., a reduction in the intensity of the 

282 observed colour upon treatment with H2O2) and with studies of C. boucardi where a contribution from 

283 melanin is required for consistency between experimental and theoretical models of visible colour [22]. 

284 Finally, the supplementary experiments demonstrated that the epicuticle, but not the 

285 endocuticle, is also involved in the production of visible colour. The role of the former may relate to 

286 scattering of light from epicuticular lipids [37]. 

287

288 4.2 Origins of colour changes during taphonomic experiments

289 Structural colours in scarabs have been attributed to constructive interference produced by highly 

290 regular spacing of lamellae in the exocuticle [3]. The colour reflected depends on the periodicity of the 

291 structure and its refractive index [3] [26] while its brightness and purity relate (among other factors) to 

292 the order of the structures and the thickness of the colour and CPL-generating stack [26]. Based on the 

293 lamellar thickness in decayed cuticle and using a refractive index of 1.56 for chitin, C. boucardi and C. 

294 gloriosa should exhibit λmax in the UV part of the spectrum (λmax= 296 nm for C. bourcardi, λmax= 343 nm 

295 for C. gloriosa). Similarly, after maturation, lamellar thickness predicts that samples should exhibit λmax 

296 in the blue-green to green-yellow regions of the visible spectrum (λmax = 544 nm for C. boucardi, 561 nm 

297 for C. gloriosa,484 nm for I. jamesi, 515 nm for G. virens and 577 nm for T. flammea). Instead, in all 

298 cases, the cuticle is brown and their reflectance spectra lack peaks (in the visible range).

299 In brown decayed cuticle, the thickness of exocuticular lamellae is clearly altered and the 

300 structural colour contribution shifts toward shorter wavelengths in the UV part of the spectrum. The 

301 brown colour displayed by decayed cuticle must therefore relate to the presence of melanin (see 

302 above), which commonly functions as a light-absorbing layer in photonic nanostructures [37]. 

303 For matured cuticle, there is no evidence for striking changes in the thickness or regularity of 

304 exocuticular laminae. This suggests that the colour change (to black) in the experimentally matured 

305 beetles is chemical rather than structural in origin. The supplementary experiments demonstrate that 

306 the preservation potential of the cuticle is independent of ambient oxygen levels. Critically, our 

307 experiments demonstrate that preservation of colour is subject to a strong temperature control: colour 

308 survives below, but not above, 150 °C. Colour change is thus unlikely to indicate marked dehydration (as 

309 in the scarab Dynastes hercules [38]) since cuticle does not change in visible colour after experimental 

310 maturation for 24 h at 95 °C, 105 °C or 125 °C. Rather, these data suggest that colour changes during 

311 maturation most likely relate to polymerization, which is typical of maturation (but initiates during 

312 decay) [39]. Notably, polymerization alters the refractive index of the cuticle, which affects the 
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313 absorbance windows, thus controlling the visible colour produced. This process has been reported from 

314 other experimentally degraded structurally coloured insect cuticle [21]. 

315 Combined, these results suggest that preservation of Bouligand structures in fossils is controlled 

316 by diagenetic history, in particular, the maximum burial temperatures of the host sediment. 

317

318 4.3 Changes in polarisation during experiment

319 All CPL-producing taxa studied reflect left-handed polarized light, which is consistent with previous 

320 studies [3, 8, 22, 36, 40]. In most elements, oscillations are observed. These are due to interference 

321 effects in various parts of the cuticle and can in some cases be used to determine pitch profiles and 

322 cuticle internal dimensions, as shown in [41]. 

323 Our data demonstrate a strong relationship between either loss or survival of visual colour and 

324 polarization upon degradation. Typically, the features observed on the decayed cuticle of C. boucardi 

325 indicate that the cuticle is a dielectric material, e.g. like a plastic surface, reflecting light as an isotropic 

326 material without any active Bouligand structure or other anisotropic features. Moreover, the 

327 ellipsometry data recorded on matured cuticle confirm that the optical effect of Bouligand structures is 

328 indeed destroyed during maturation, and not shifted toward wavelengths outside the visible spectral 

329 range, despite survival of the Bouligand structure itself (figure 5). The loss of the CPL effect may rather 

330 be due to chemical alteration causing a major change in refractive index or increased near-surface 

331 absorption preventing the light from interacting with the Bouligand structures. 

332 The shift in the circular polarization signal differs between taxa. Since the structures responsible for 

333 CPL are indeed preserved (figure 5 and S.I. figure 6), these differences likely reflect a difference in 

334 chemistry between C. boucardi and I. jamesi.

335

336 4.4 Taxonomic controls on fossilization

337 The preservation potential of insects in the fossil record is influenced by body size, morphology and the 

338 hardness of the cuticle [42, 43, 44]. Small and robust beetles, and their more sclerotized body parts, e.g. 

339 elytra, are more likely to be preserved [43, 45, 46, 47]. The cuticle of scarabs is one of the most robust 

340 among insects [43]; preservation of Bouligand structures in fossil scarabs does not, therefore, appear 

341 unlikely.

342 Our study reveals a strong taxonomic control on the preservation of visual colour and polarization 

343 properties of Bouligand structures during experimental decay, whereby the response of Chrysina cuticle 

344 differs to that of all other taxa studied. This contrasts with the taphonomy of multilayer reflectors, which 

Page 22 of 33

http://mc.manuscriptcentral.com/jrsi

Under review for J. R. Soc. Interface

1
2
3
4
5
6
7
8
9
10
11
12
13
14
15
16
17
18
19
20
21
22
23
24
25
26
27
28
29
30
31
32
33
34
35
36
37
38
39
40
41
42
43
44
45
46
47
48
49
50
51
52
53
54
55
56
57
58
59
60



For Review Only

12

345 is independent of taxonomy [33]. C. boucardi and C. gloriosa differ in their ecology to the other taxa 

346 studied here: Chrysina species are nocturnal and feed on foliage whereas the other taxa are diurnal and 

347 feed on dung (G. virens) or on flowers and fruits (I. jamesi and T. flammea). These parameters are 

348 unlikely to relate to the preservation of Bouligand structures. The exocuticular laminae in green cuticle 

349 regions of the studied Chrysina shows a distinctive cuspate arrangement (see [48]), but it is unclear how 

350 this physical structure could relate to preservation of Bouligand structures. Finally, experimental 

351 degradation does not alter the structure of the exocuticular laminae in any taxon studied. 

352 Instead, the taxonomic signal most likely reflects chemical alteration of the cuticle. Variations in 

353 chitin chemistry is unlikely to be a factor as the cuticle of all arthropods comprises α-chitin [49] and 

354 degrades thermally only above 300 °C [50]. Given the contribution of the lipid-rich epicuticle and of 

355 melanin to visible colour in the taxa studied (see above), it is possible that such cuticular components 

356 could chemically alter during the experiments, thus changing the refractive index of the cuticle. Indeed, 

357 epicuticular lipids are sensitive to basic treatment (similar to our decay experiments [32]) and are known 

358 to vary in composition among taxa [51]; the cuticular lipid inventory (see review in [52]) and pigment 

359 chemistry (see review in [53]) of the taxa studied here have not, however, been characterized, so we 

360 cannot assess whether these indices contribute to the observed taxonomic signal. 

361 The studied taxa do, however, vary in other aspects of cuticle chemistry, notably the presence / 

362 absence of uric acid, which increases refractive index and enhances the birefringence of the chitin-

363 matrix [54], thus resulting in more efficient reflection of incoming light. The taxonomic distribution of 

364 uric acid in insect cuticle has been investigated only in a single study in which uric acid was reported 

365 from three Chrysina species but not in the only non-Chrysina genus (Potosia speciossima) examined [54]. 

366 In living insects, theacidic physiological pH [55] implies that uric acid is present in the acid form 

367 (C5H2N4O3H2). At high pH (as in our decay experiments), however, uric acid exists as C5H2N4O3
2- . The 

368 impact of this chemical change on the optical properties of cuticle is unknown. It is therefore not 

369 implausible that the loss of visible colour and polarization in Chrysina cuticle during decay may reflect 

370 the degradation of uric acid to urate or other chemical compound.

371 These results may have broader applications in the fossil record, suggesting the presence of a 

372 taphonomic bias related to taxon-specific cuticle chemistry. While acidic environments have been 

373 hypothesized to promote chitin degradation through hydrolysis [56], we hypothesise that cuticle rich in 

374 uric acid will be relatively susceptible to degradation in alkaline conditions. Fossil insect biotas preserved 

375 in sediments that have experienced relatively alkaline conditions during decay may thus be biased 

376 towards taxa without cuticular uric acid; this bias may be less pronounced in biotas that experienced 
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377 relatively milder conditions. Future experimental studies will characterize more fully the impact of uric 

378 acid on the taphonomy of cuticle in diverse insect taxa. 

379

380 5. Conclusion

381 This work is the first study investigating the preservation of Bouligand structures in insects. Our results 

382 demonstrate that Bouligand structures can survive decay and maturation and thus have the potential to 

383 be fossilized. Future analyses of fossil insects preserving structural colours should therefore test for 

384 ultrastructural evidence for Bouligand structures. The presence of strong temperature-related control 

385 on preservation suggests that the fossil record of Bouligand structures may be biased, whereby 

386 preservation is more likely for cuticle subjected to lower temperatures during diagenesis. This may belie 

387 a broader taphonomic bias relating to the nature of epicuticular lipids and / or pigments (e.g. melanin) 

388 and / or the concentration of uric acid, whereby insects with cuticle that contain uric acid may be less 

389 likely to survive decay in alkaline conditions than cuticle lacking uric acid. These hypotheses can be 

390 tested by future experimental investigations and analyses of fossil insects preserving structural colours 

391 should test for ultrastructural evidence of Bouligand structures. Additionally, geochemical studies 

392 should incorporate data on the diagenetic history of the host sediment. This will help to constrain fossil 

393 localities where Bouligand structures are more likely to be preserved. Additionally, such results have 

394 broader implications in the field of bio-inspired photonic materials, whereby the stability of Bouligand 

395 structures during thermal treatment can be of interest for banknote sensors (anti-counterfeiting) or 

396 light-emitting sources (screen technology).

397
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549 Tables and table captions

550 Table 1

Thickness Decrease 
(%)

Taxon Layer untreated (u) decayed (d) matured (m) u/d u/m
Epicuticle (µm) 0.2 – 1.0 0.2 – 0.6 0.3– 0.9 33 0
Outer exocuticle (µm) 11.4 – 14.1 5.3 – 6.4 10.2 – 12.1 54 13
Inner exocuticle (µm) 3.8 – 6.4 5.0 – 7.0 2.0 – 4.0 18 41

C. boucardi

Lamellae (nm) 100 – 270 70 – 120 170 – 230 49 8
Epicuticle (µm) 0.3 – 2.3 0.2 – 2.6 0.4 – 2.0 8 8
Outer exocuticle (µm) 5.9 – 10.5 4.0 – 7.7 7.2 – 8.7 29 3
Inner exocuticle (µm) 3.0 – 6.4 12.9 – 16.4 5.2 – 6.3 212 22

C. gloriosa

Lamellae (nm) 130 – 240 60 – 160 150 – 190 48 8
Epicuticle (µm) 0.25 – 1.0 0.5 – 0.7 0.3 – 0.5 4 36
Outer exocuticle (µm) 13.0 – 16.4 8.2 – 10.5 9.4 – 11.3 36 30
Inner exocuticle (µm) 7.2 – 10.0 18.7 – 20.3 7.0 – 8.7 127 9

I. jamesi

Lamellae (nm) 110 – 200 130 – 190 120 – 170 3 6
Epicuticle(µm) 0.2 – 0.7 0.2 – 0.5 0.1 – 0.3 22 56
Exocuticle (µm) 5.4 – 13.7 5.4 – 8.8 8.6– 13.9 26 18

G. virens

Lamellae (nm) 90 – 200 90 – 160 100– 230 14 14
Epicuticle(µm) 0.4 – 0.6 0.6 – 0.9 0.3 – 0.4 50 30
Exocuticle (µm) 18.6 – 24.4 27.5 – 27.8 17.8 –20.5 29 11

T. flammea

Lamellae (nm) 130 – 210 140 – 200 130–240 0 9
551

552 Table 2

Taxon [region] Lamellar thickness (nm) λtheoretical (nm) λexperimental(nm) Difference (%)
C. boucardi [green] 175 (+232) 546 584 + 6.7
C. gloriosa [green] 172 537 530 - 1.3
I. jamesi [green] 185 577 550 - 4.9
I. jamesi [red] 203 633 636 + 0.3
G. virens [green] 152 474 507 + 6.5
T. flammea [green] 173 540 533 - 1.5

553

554 Table 1: Thicknesses of cuticular components measured manually from scanning electron micrographs 

555 of green cuticle. Data are based on at least ten measurements from two different images.

556

557 Table 2: Experimental and theoretical maximum reflection wavelengths of green and red regions of 

558 untreated elytra. Lamellar thicknesses are from FFT of scanning electron micrographs; theoretical 

559 maximum reflection wavelengths are from Bragg's equation, using a refractive index for chitin of 1.56 

560 and the lamellar thicknesses from FFT.

Page 30 of 33

http://mc.manuscriptcentral.com/jrsi

Under review for J. R. Soc. Interface

1
2
3
4
5
6
7
8
9
10
11
12
13
14
15
16
17
18
19
20
21
22
23
24
25
26
27
28
29
30
31
32
33
34
35
36
37
38
39
40
41
42
43
44
45
46
47
48
49
50
51
52
53
54
55
56
57
58
59
60



For Review Only

20

561

562 Figure captions

563 Figure 1: Photographs of the five scarab taxa studied, with and without polarizing filters, on untreated, 

564 decayed and matured cuticle. Scale in the left-hand column: 20 mm (except G. virens: 10 mm); scale in 

565 the right-hand column: 5 mm.

566

567 Figure 2: Light- and scanning electron micrographs of the surface of untreated, decayed and matured 

568 elytra. Scale: 50 µm for light micrographs (LM) and 10 µm for scanning electron micrographs (SEM). 

569

570 Figure 3: Reflectance spectra from untreated (solid black), decayed (red dash) and matured (blue dot) 

571 samples of beetle elytra. The spectra were chosen as mostly representative as possible of the global 

572 results.

573

574 Figure 4: Mueller matrix 41 obtained on degraded cuticle: (a) from untreated (solid black), decayed (red 

575 dash) and matured (blue dot) samples of C. boucardi, (b) from untreated (solid black), decayed (red 

576 dash) and matured (blue dot) samples of I. jamesi, (c) from temperature-series maturation of C. 

577 boucardi and (d) from temperature-series maturation of I. jamesi.

578

579 Figure 5: SEM micrographs of longitudinal cross-sections through untreated, decayed and matured 

580 elytra, showing the epicuticle and part of the outer exocuticle. Scale: 2 µm.

581

582 Supplementary information, Figure 1: Light micrographs of decayed elytra of C. gloriosa and C. boucardi. 

583 Scale: 5 mm.

584

585 Supplementary information, Figure 2: Light micrographs of elytra of C. boucardi, C. gloriosa, I. jamesi 

586 and T. flammea matured (a) wrapped in polytetrafluoroethylene, (b) unwrapped. Scale: 2 mm.

587

588 Supplementary information, Figure 3: Light micrographs of C. boucardi and T. flammea elytra treated 

589 with(a) KOH, (b) H2SO4 and (c) H2O2. Images of T. flammea treated with H2O2 were taken immediately 

590 (left- green iridescence) and one week (right- blue iridescence) after the experiment. Scale: 1 mm.

591
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592 Supplementary information, Figure 4: Spectrophotometric data from untreated (black), decayed (red) 

593 and matured (blue) cuticle. Box and whiskers plots show the range of local λmax values obtained from 

594 reflectance spectra: square: mean, crosses: minimum and maximum values, n: number of 

595 measurements, SD: standard deviation.

596

597 Supplementary information, Figure 5: Mueller matrix elements recorded at 20 ° on C. boucardi (a,c) and 

598 I. jamesi (b,d). (a, b): untreated (solid black), decayed (red dash) and matured (blue dot) samples (c,d): 

599 temperature-series maturation.

600

601 Supplementary information, Figure 6: Schematic drawings and SEM micrographs of longitudinal cross-

602 sections of untreated, decayed and matured elytra, showing the epicuticle, the outer exocuticle and part 

603 of the inner exocuticle. Scale: 5 µm.

Page 32 of 33

http://mc.manuscriptcentral.com/jrsi

Under review for J. R. Soc. Interface

1
2
3
4
5
6
7
8
9
10
11
12
13
14
15
16
17
18
19
20
21
22
23
24
25
26
27
28
29
30
31
32
33
34
35
36
37
38
39
40
41
42
43
44
45
46
47
48
49
50
51
52
53
54
55
56
57
58
59
60



For Review Only

without 1⁄4 
wave retarder

Ischipsopha jamesi jamesi
un

tre
at

ed
de

ca
ye

d
m

at
ur

ed
light microscopy 
picture (surface)

SEM picture (trans-
verse cross-section)

Scale: 20 mm Scale: 50 µm Scale: 2 µm

Page 33 of 33

http://mc.manuscriptcentral.com/jrsi

Under review for J. R. Soc. Interface

1
2
3
4
5
6
7
8
9
10
11
12
13
14
15
16
17
18
19
20
21
22
23
24
25
26
27
28
29
30
31
32
33
34
35
36
37
38
39
40
41
42
43
44
45
46
47
48
49
50
51
52
53
54
55
56
57
58
59
60


